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Client : Superthene

Product type : Sliced White Button mushrooms
Pack date : 31 Mar 2024

Assessment date : 5 Apr 2024

Product information
(Average of 3 samples)

Product Film MSH Unperforated
Pack reference or code Day 5 (cold storage sample at 5°C)
Packaging film type Polyolefin
Pack 1 (arrival): 280,5 Pack 1 (end): 280,1
Packaging weight () Pack 2 (arrival): 250,3 Pack 2 (end): 250,0
Pack 3 (arrival): 267,4 Pack 3 (end): 267,1

Tray dimensions (£ mm) 170 mm X 138 mm

Pack 1: 1,0% O2/4,8% CO2

i 0,
Gas analysis (%) (O2& Pack 2: 0,5% O2/5,1% CO2

C0z) Pack 3: 0,5% O2/6,3% COz
Perforations No

Product visibility Good (Cling film and contents are clear)
Condensation Low to moderate (along film liner)
Excess Moisture None (tray area)

Aroma Good / Pleasant odour

General appearance &

Taste Good / High quality

General comments & observations

» All packaging and sample contents were acceptable
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Client : Superthene

Product type : Sliced White Button mushrooms
Pack date : 31 Mar 2024

Assessment date : 5 Apr 2024

Product information
(Average of 3 samples)

Product Film MSH A3

Pack reference or code Day 5 (cold storage sample at 5°C)

Packaging film type Polyolefin
Pack 1 (arrival): 218,0 Pack 1 (end): 217,9
Pack 2 (arrival): 206,9 Pack 2 (end): 206,8

Packaging weight (g) Pack 3 (arrival): 220,1 Pack 3 (end): 219,9

Tray dimensions (£ mm) 170 mm X 138 mm

Pack 1: 20,8% O2/1,0% CO2

i 0,
Gas analysis (%) (O2& Pack 2: 20,7% Oz / 1,2% CO2

C0z) Pack 3: 20,8% Oz /1,0% CO2
Perforations Yes

Product visibility Good (Cling film and contents are clear)
Condensation Moderate (along film liner)

Excess Moisture None (tray area)

Aroma Good / Pleasant odour

General appearance &

Taste Good

General comments & observations

» All packaging and sample contents were acceptable

* Moderate condensation along the film area for each sample (Figure 2)

» Discolouration of mushroom cap surface were more visible in 1 out of 3
samples (Figure 3)
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Client : Superthene

Product type : Sliced White Button mushrooms
Pack date : 31 Mar 2024

Assessment date : 5 Apr 2024

Product information
(Average of 3 samples)

Product Film PVC 5 Line

Pack reference or code Day 5 (cold storage sample at 5°C)

Packaging film type Polyvinyl chloride
Pack 1 (arrival): 247,1 Pack 1 (end): 246,6
Pack 2 (arrival): 263,8 Pack 2 (end): 263,3

Packaging weight (g) Pack 3 (arrival): 251,6 Pack 3 (end): 251,1

Tray dimensions (£ mm) 170 mm X 138 mm

Pack 1: 1,0% O2/4,4% CO2

i 0,
Gas analysis (%) (O2& Pack 2: 0,5% O2/ 6,2% CO2

C0z) Pack 3: 0,5% O2/5,4% COz
Perforations Yes

Product visibility Good (Cling film and contents are clear)
Condensation Low (along film liner)

Excess Moisture None (tray area)

Aroma Good / Pleasant odour

General appearance &

Taste Good

General comments & observations

» All packaging and 2 out of 3 sample contents were acceptable quality
» Stem discolouration resulted in weeping stem appearance (watery stems) in 1
out of 3 samples (Figure 2)
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Client : Superthene

Product type : Whole Button Mushrooms
Pack date : 31 Mar 2024

Assessment date : 5 Apr 2024

Product information
(Average of 3 samples)

Product Film MSH Unperforated

Pack reference or code Day 5 (cold storage sample at 5°C)

Packaging film type Polyolefin
Pack 1 (arrival): 276,1 Pack 1 (end): 275,9
Pack 2 (arrival): 262,6 Pack 2 (end): 262,4

Packaging weight (g) Pack 3 (arrival): 266,7 Pack 3 (end): 266,4

Tray dimensions (£ mm) 170 mm X 138 mm

Pack 1: 2,8% O2/4,3% CO2

I 0,
Gas analysis (%) (02 & Pack 2: 1,2% O2/ 4,8% CO2

CO2) Pack 3: 0,5% O2/5,4% CO2
Perforations No

Product visibility Good (Cling film and contents are clear)
Condensation Low (along film liner)

Excess Moisture Low (tray area)

Aroma Good / Pleasant odour

General appearance & Good
Taste

General comments & observations

» All packaging and sample contents were acceptable
* Minimal water accumulated inside packaging
* Mushroom cap discolouration related to handling injuries (Figure 2)
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Client : Superthene

Product type : Whole Button mushrooms
Pack date : 31 Mar 2024

Assessment date : 5 Apr 2024

Product information
(Average of 3 samples)

Product Film MSH A3
Pack reference or code Day 5 (cold storage sample at 5°C)
Packaging film type Polyolefin - 3
o . e
Pack 1 (arrival):268,5 Pack 1 (end): 268,1 € HSHA:’
Pack 2 (arrival): 262,4 Pack 2 (end): 262,1

Packaging weight (g) Pack 3 (arrival): 267.8 Pack 3 (end): 267,6

Tray dimensions (£ mm) 170 mm X 138 mm

Pack 1: 19,9% O2/1,7% CO2

I 0,
Gas analysis (%) (02 & Pack 2: 20,5% Oz /1,0% COz

CO2) Pack 3: 20,3% Oz2/1,2% COz
Perforations Yes

Product visibility Good (Cling film and contents are clear)
Condensation Low (along film liner)

Excess Moisture Low (tray area)

Aroma Good / Pleasant odour

General appearance &
PP Good
Taste
General comments & observations

» All packaging and sample contents were acceptable
* Minimal water accumulated inside packaging.
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Client : Superthene

Product type : Whole Button mushrooms
Pack date : 31 Mar 2024

Assessment date : 5 Apr 2024

Product information
(Average of 3 samples)

Product Film PVC
Pack reference or code Day 5 (cold storage sample at 5°C)
Packaging film type Polyvinyl chloride
Pack 1 (arrival): 271,6 Pack 1 (end): 271,2
Packaging weight (g) Pack 2 (arrival): 272,9 Pack 2 (end): 272,4
ging ght(g Pack 3 (arrival): 262,6 Pack 3 (end): 262,1

Tray dimensions (£ mm) 170 mm X 138 mm

Pack 1: 0,6% O2/5,3% COz2

i 0,
Gas analysis (%) (O2& Pack 2: 6,7% O2/5,7% CO2

C02) Pack 3: 9,4% O2/5,0% CO2
Perforations Yes

Product visibility Good (Cling film and contents are clear)
Condensation None (along film liner)

Excess Moisture Low (tray area)

Aroma Good / Pleasant odour

General appearance &

Taste Good

General comments & observations

» All packaging and sample contents were acceptable

» Low discolouration of mushrooms in direct contact with film liner. Browning
weight measured at 29,5% for Pack 1; 21,0% for Pack 2 and 32,6% for Pack 3
sample (Figure 2)
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